
VICIR S1000S
PVC CIRES, Lda

Product Texts
PVC SUSPENSION HOMOPOLYMER 

K-Value 67 - ISO 1628-2
Size Analysis >250µm =<10 % ISO 13320-1
Size Analysis <63µm =<5 % ISO 13320-1
Volatile content =<0,3 % ISO 1269
Plasticizer absorption 20 % ISO 4608
Residual Vinyl Chloride <1 ppm ISO 24538

Other properties Value Unit Test Standard
Density 1400 kg/m³ ISO 1183
Bulk density 570 kg/m³ -

Characteristics

Processing
Pipe/Tube Extrusion, Profile Extrusion

Features
Homopolymer

Applications
General Purpose

Regional Availability
Europe
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